[MpoaoykT OnucaHne

Conenudukaius
IMpopykt umsa  [Ipov3BoAuTE b aJlOMUHNEBON KaTYLWKN Kutan
MaTepHall Cepunsa 1000/3000/5000
Xapakrtep H114
ToamuHa 0,8-10 mm
IMMupuna 100-2400 mm
OJIMHA MeHee 12000 Mm

IIOBEPXHOCTH Byane cB0OBOAHbI OT MaCNSHOrO NATHA, BMATWHbI, BKJIIOYEHUS, LapannH, NATEH, obecuBeymBaHNS
OKCMAO0B, pa3pbiBOB, KOPPO3UN, PYJTIOHHbIX 3HAKOB, MPA3EBLIX MOJIOC N APYIrKX ,D,eq)eKTOB, KOTOpblIe 6y,£l,yT
MelwaTb NCNOosIb30BaHUIO.

MOQ 5 TOHH
CTaHAAPT GB /T 3880-2006, Q / Q 141-2004, ASTM, JIS, EN
ceprudbukanuss 1S09001, SGS, ROHS, FDA, TUV

[MpoayKTbl [ToKa3aThb



https://www.aluminummanufacturerchina.com/ru/products/Aluminum-coil.htm

3a1BKa

5 6apoB anMa3 ANOMUHMEBAS KeT4aTas KaTyLlKa WMPOKO UCMO/b3YeTCs B OCBELLEHUN, CONTHEYHO
oTpaXkatolLen naeHke, obaunke 34aHUs, BHYTPEHHEN OTAENKe, MOTOJIKE, CTeHe, Mebenu, Wwkadax, nugTe,
BHYTPEHHel oTaesIKe aBToMobuAs, ObITOBOM TEXHMKE, XON0AUSIbHUKAX, MKPOBOJIHOBLIX MeYax,
a3POKOCMUYECKOW, BOEHHOW, XMMNYECKOI / TEMNOBOW M30aLMM TPy6ONpoBOLO0B.

ynakoBka & Amn; [locTaBka



MOQ

3 TOHHBI

IIpou3BOIHUTEIHLHOCTH

2500 TOHH / mecsLy,

IIpumep ormiarsl

A4 chopmaT BbIbOpKM BecnnaTHO, BaM HY>XHO TOJbKO ONIaTUTb ppaxT

HAsroroBienue
00pa3moB

MNpumepHO Yepes Hefento Nocsie nosyvyeHns onaThl

J/1eMeHT oIIaThI

T/T, npeponnata 30%, 6anaHc nepen oTNpaBKoW. 6e30T3bIBHbIM aKKPEANTUB B NOJe 3peHUst

Cpok mocTaBKH

Yepes 25-35 gHel nocie noayyeHns npegoniaTsl

[TeTanu ymakOBKH

CTaHAapTHbIN 3KCMOPTHbIA NaKeT.
[OpU30HTaJIbHBIA N BEPTUKAIbHbIN NOLL0H.
OpuH koHTerHep 20 GP MOXeT 3arpy»aTb 0K0s10 18 TOHH

OanH KoHTerHep 40 GP MoXXeT 3arpy»kaTb 0K00 22 TOHH



O Hac

Mpocdunbs KomnaHum
Harbin Dongxing Aluminum Co., Ltd
[obpo noxanosaTb B Harbin Dongxing Aluminum Co., Ltd, BegyLmin KUTancknin NponM3BoanTeb
aNtoMUHMEBbLIX n3gennin. Ml co3ganbl B 2000 rogy, pacnosioXXeHHOM B KpaclMBOM ropofe XapbuHe. Hawa

q)a6p|/|Ka ABNAETCSH KOMMETEHTHbLIM U HaAEXHbIM MOCTAaBLLMKOM B a/ItOMUHNEBOM (1)0)'Ibl'e C I'IpOCJ'IOl7IKOI7I n
NOKPbLITMEM, PYJIOHAX, MNCTaX N APYrnX aJloOMUHUEBBLIX N3aenunax B Kutae.
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Haw CepTugukaThl

CERTIFICATE OF CONFORMITY
OF QUALITY MANAGEMENT SYSTEM
CERTIFICATION

Ceptificate. No. (09090056681

HARBIN DONGXING ALUMINUM CO..LTD.
-—-NO.I Tianfu Road, XI'nhwa Indusirial Area, Pingfing District, Harbin,
Hetlangyiang Province, P.R.C. 150066

is in conformity with

GB/T19001-2000 (idt 1ISO9001:2000) standard

This certificate is valid to the following arca

Production and Service of A Alloy and Magnesi
Alloy Processed Material and Highly Processed Products
(Excluding 7.3 Design and Develop ). Design, Develop
Production and Service of Aluminium Alloy Materials and
Magnesium Alloy Profile

Issue  Date: 2015 .09.15 China Xinshidai Certification Body

Nov, 7 Jingshun Rd., Chaoyang Distsiet, Buijing

Director: %_E_ @

Expiry Date: 2019.09.14
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SYSTEM GERTIFIGATION MANAGEMENT SYSTEM

CNAS C008-QG

TF om0 want 45 check the valility of his conifieote, plesse land the WEBSITE: WWW.XTCCOMON at aay titne.

Certificate of FDA Compliance
Applicant: Harbin Dongxing Aluminum Co., Ltd
Address: Ne.{TianFu Rosd, Xinhua Area, Ping fang Dist,
Harbin , china

FDA Facility Regisiration No.: 16227795208

Foil
Type: NA
Test Standards: THCFR175.300
LEACHABLE LEAD CONTENT
Test Performing Date: Apr. 21, 2015 TO Ape. 28, 2015
Test Laborstory: 508
Date of issue: Jun 29, 2016
Vaid to: Jun. 28, 2017
Conclusion:

Thas certificate is only shove.
“This certilica makes wasrastie, mox my

person or cmtity other than the namad corificate hoddr. RS staradard lestng: & cetificaion cener asnames oo fiabily 1o

) persce o ety n crmnccton wih the. foreguing,

-CENTER-
Emma Heu
Chief Operation Officer
Date: Jun. 29, 2016
IS STANDARDS TESTING & CERTIFICATION CENTER (HK)




TEST REPORT
No. i GZINIGO3012602ML
Date: Apr 05, 2016
Page: 1of 2
GUSTOMER NAME: HARBIN DONGXING ALUMINUM CO., LTD
ADDRESS: NO.1 TIANFU ROAD, XINHUA INDUSTRIAL AREA. PINGFANG
DISTRICT, HARBIN, CHINA 150066
The lallowing sampioi were i bahall of the client as:
Sample Name i 5052 ALLOY IN 3MM THICKNESS
$GS Rel. No, i GZINIG03012563PC
Date of Roceipt : Mar30, 2016
Testing Stan Date i Mar30, 2016
Testing End Date i Apr05. 2016
Test result(s) © For further details, please rafer to the following page(s)

Sigmed lor
SGS-CSTC Standards Technical
Services Ca., L1d. GZ Branch Testing
Center

ap

Shining
Authorized signatory

TEST REPORT
No. : GZIN1603012602ML
Date: Apr 05,2016
Page: 2of 2
Tensile Test:
Test Method: 14 & ASTM AS7015
Tonstp | YO et | Elongaiion
Testiam | Seecimen | - YS(02% | atter racture, .
type S.W“:' offset) Gazin.
(s} (%)
ASTM B203- 31.0-38.0 =230 =9
146082 Ha2 - 1=t | eaesis | s -
0.248) 0.249) 0.240)
Req.
Result iy 316 233 14 Pass
spacimen
Note:1. 115 sample thicknass, in.

2. The results comply with the requirement of ASTM B209-14 type 5052 H32.

Original Sampia Photo:
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Supplier

Supplier Assessment Certificate
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KOHTaAKT HaC

Y Hac ecth 3¢ (hpekTMBHAA KOMaH[a 110 IPOAaxKaM U TeXHUYEeCKOU MOANepXKKe s
IIPeOCTaBIeHNS KJIMeHTaM KOMIIEKCHOM TeXHUYeCKOi ofnepKK. B 00HOBIEHUSIX
IIPOOYKTOB, TEXHUUECKNX 00HOBJIEHUIX U KJIMEHTaX, YTOOH JOOUTHCS IPOrpecca BMeCTe,
4yTOOBI IPEIOCTABUTH KJIMEHTaM NIPUJI0KEHUS [ alTlIOMUHUEBHIX CIIJIABOB Ha pelleHue.
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. Amber Zheng

¢ Email:amber@aludongxing.com

* SKYPE:amberamber796
# Trademanager:chaludongxing

*QQ:2851851713

| *Position:Sales Manager
. : ® Tel:0086-0451-87105377 0086-13766825059




